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WHY SHOULD YOU CHOOS
larson °? <

#1 QUANTIFIED QUALITY

#2 WORLDWIDE CERTIFICATES

#3 UNIQUE PRODUCT RANGE

#4 SUPPORT - SERVICE - ASSISTANCE 0 Oua

#5 WORLDWIDE REFERENCES orldwide
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Grupo Alibérico

: WHO ARE WE?

Headquarters are located in Miranda de Ebro
(Burgos). It also has its own factories in Morocco,
USA and Australia

¢ WHAT DO WE DO?

We are specialists in the transformation and
manufacture of advanced materials for
architecture



FACT #1 QUANTIFIED QUALITY
Top quality
larson fr°

5005 AlMg

5005 AlMg

0,
Coated A TS PVdF 70% 25

Protective film 100p - 80p
Internal face Primer _ None

Salt spray test g
(CNS) No delaminaton ——— Deifz'?.,g‘&t"on

4000 hours (*)

Initial adherence 600-700
(peeling test) N/25mm larson pe*>800 300-350

Loss of adhesion
after 4000 hours in CNS 0-10%
(peeling test) (*)

50% - 100%

Core calorific

value (MJ/Kg) 12,917 - 18 =145

UNE EN ISO 1716

‘:fSalt-spray test according to UNE EN ISO 9227, tested in the laboratory of Alucoil®
" Tested in an external laboratory
™ Core calorific value test according to UNE EN ISO 1716, tested in the laboratory of Alucoil®

EUROPE (GER)

Medium quality Low quality
EUROPE (FRA) JAPAN Turkey - Middle East - China
3000 Series 3000 Series 1100
Duragloss Lumiflon PVdF 30% - 40%
HQ poliester 25u Fluorocarbon 8 - 20
Delamination Delamination Delamination
>2500h >2500h >1000h
50 - 80% 50 - 80% 100%




FACT #2
WORLDWIDE CERTIFICATES
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FIRST COMPOSITE PANEL IN THE WORLD

- ACM

Top Quality

TO OBTAIN EPD CERTIFICATE

by Alucoil

EUROPE

AENOR
[

» IS0 9001 /1SO 14001

» ETA European Technical Approval (Instituto Eduardo Torroja)

CSIC

CONSE IO SUPERIOR DE INVESTIGACIONES CIENTIFICAS

INTERNATIONAL

“sroses. EPD

» EPD Environmental Product Declaration

GERMANY

Deutsches
Institut

fiar
Bautechnik

»DIBt Z£-33.2-1172

» FIRE TEST DIN 4102 Part 1 FIRE CLASS B1

FRANCE

P Avistechnique Cassetes (CSTB-France)
» Avistechnique Rivete (CSTB-France)
»-Fire Test NFP 92-501 M1

)

SPAIN

» DIT / ETA (Instituto Eduardo Torroja)
»FIRE TEST larson pe® UNE 23727:1990 M1

» FIRE TEST larson fr*

EN13501-1:2002 Bs1d0

> Certifire

»BBA 08-4551 Certification
»CF 5223-TS19 Class 0/ Class1 (BS)
»CF 5224-TS19 Class 0/ Class1 (BS)

m*un

Versiniguna Kantonaler Fauervars|charunaan

ITALY

ISTITUTO
GIORDANO

Qualita al Plurale

P larson pe*258422/RF 5356
P larson fr'258423/RF 5357

PORTUGAL

»LNEC

incandie

» VKF CERTIFICATE

»FIRE TEST NORM SOP
No 2418242 CLASS 4.2 larson pe*
»FIRE TEST NORM SOP
No 2416242 CLASS 5.2 larson fr

Vv
B contman B conmmn S
B cucuion] B oo Lol
> Intertek
»Badge-CM40093-STAMP-AUS » Architectural Testing
» Badge-CM40100-STAMP-NZ »SRI
SWITZERLAND POLAND

IThE
N mN

» ITB Aprobata larson*
» FIRE TEST NP-0905/06/ZM
» FIRE CLASS NRO

AUSTRIA

li
i

> IBS Certificate
»FIRE TEST ONORM B 3800 B1

CZECH REPUBLIC

» TZUS Technical Approval
» Fire Test

CSN 730802

GSN 730804

CSN 730810 (ISO 5658-4)







